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A single particle of 5 µm silica bead ODS treated, a familiar packing material for HPLC, was measured by the transmittance 
method. 

Measurement of silica bead of 5 µm 

(1/1) 

Instrument: 
Measurement mode: 
Accumulation:  
Resolution: 
Detector: 

Model FT/IR-100 
Transmittance method 
200 times 

4 cm-1 
MCT 

Measurement conditions 

5 µm silica bead 


